EEEEEEEEE
NNNNNNNN
AAAAAAAAAA

LLNL-TR-653178

Beryllium Dynamic Strength
Measurements: Report on Task 1
Agreement #B590737

V. V. Igonin

April 15, 2014



Disclaimer

This document was prepared as an account of work sponsored by an agency of the United States
government. Neither the United States government nor Lawrence Livermore National Security, LLC,
nor any of their employees makes any warranty, expressed or implied, or assumes any legal liability or
responsibility for the accuracy, completeness, or usefulness of any information, apparatus, product, or
process disclosed, or represents that its use would not infringe privately owned rights. Reference herein
to any specific commercial product, process, or service by trade name, trademark, manufacturer, or
otherwise does not necessarily constitute or imply its endorsement, recommendation, or favoring by the
United States government or Lawrence Livermore National Security, LLC. The views and opinions of
authors expressed herein do not necessarily state or reflect those of the United States government or
Lawrence Livermore National Security, LLC, and shall not be used for advertising or product
endorsement purposes.

This work performed under the auspices of the U.S. Department of Energy by Lawrence Livermore
National Laboratory under Contract DE-AC52-07NA27344.



RUSSIAN FEDERAL NUCLEAR CENTER
VNIIEF All-Russia Research Institute of Experimental Physics
VNIIEF

BERYLLIUM DYNAMIC STRENGTH MEASUREMENTS

Report on Task 1
Agreement # B590737
between RFNC — VNIIEF (Russia) and LLNL (USA)

Head of works under Agreement
V. V. Igonin

.2011

2011



D Beryllium Dynamic Strength Measurements

Contents
INEPOAUCTION ...ttt et sttt e st e st e e bt e e bee e e e 3
1 Review of published data on Be strength investigation ...........cccccceeeeeiveeevieeeniieeenieeenne, 4
1.1 Dynamic deformation ...........ccueeiriiiiniiieeeiiie ettt et e eetee e sireesireeeeaeeessaeeens 4

1.1.1  o-¢ diagrams of compression-extension at various strain rates and

115300 0 1S) 21101 {1 F PRSP 4
1.1.2 Taylor Method .........ooeeiiiiiiece et e e 8

1.2 Shock-Wave 10adiNg..........ooeiiiiiiiiiieiiieeceeeee ettt st e e aee e aaeeens 9
1.2.1  Measurement of profiles of free surface velocity ........ccceevvivieviiiiniiieeieene, 9
1.2.2  Measurement of shock wave front width............ccoccoeiiiiiiiniiiiniiie, 23
1.2.3  Measurement of sound VEIOCItIES ........ccueeeruiiieiiieieiiieciee e 24
1.2.4  Method Of Main StIESSES ...cuviiiiiiieeiiieeiiie et et eeerreeesire e ree et e e s reeeeeaeeens 25

1.2.5  Method of perturbation growth recording............cceeevveeevivieeiiieiniiieeeiiee e 27

2 Models 0f Be StreNGth.......ccccueiiiiiiiiiiieieeeee ettt eaaeeen 29
2.1 Steinberg MOAE].......ccoviiiiiiieeiie e e aaee e 29
2.2 Johnson-CooK MOE] .........ccceevuiieiiieeiieeiieeieeee et eaeeeae e 30
2.3 Phenomenological functional model of strength (PMS) (VNIIEF) .........cccccvvennenn. 30
2.4 Relaxation model of StEeINDEIE ......ccccveeviieiiiiiie et 31

3 Relaxation model of beryllium strength (RING) .......ccoooviiviiiniiiniieieceeeeeee 32
3.1 EQUAtions Of StALe.......eeeiiiiiieieieecie ettt et e 32
3.2 Shear modulus and melting temMPErature ............cceecveerieereeereeeie e 33
3.3 Relaxation model RING-L..........ccccooiiiiiiiiiiee e 37

4  Results of velocity measurements of liners accelerated by two-stage loading device.. 44
4.1  Measurements of vanadium liner veloCity.........cccoevivevieeiieeiieeiieeee e, 44

5 Experimental setup for tests with investigation of dynamic strength of S200F beryllium 48

5.1  X-ray pulse technique. Liner desSign .........cceeeeuieeiiiniieiiieiieeieeee e 48
5.2 EXPerimental SELUP ....oeeeuiiieiiiieeiie ettt et et e e eaaeas 51
6 Justification of experimental setup for tests with perturbation growth recording......... 54
7  Experimental setup for loading Be with recovery of samples.........cccceevevverieenirennnnne. 61

7.1  Assembly #1. Transition of quasi-isentropic compression wave to shock wave... 62

7.2 Assembly #2. Loading by shock wave with decreasing amplitude........................ 64
L0707311 1S3 T ) s PSS SUSRPSUSRTI 66
RETRIEIICES ....eeeneieeeie ettt ettt et e st et e et e e s e enbeeenbeeenseesnneesnseens 67




D Beryllium Dynamic Strength Measurements

Introduction

Goal of the work under Agreement #B590737 1s development of experimentally
justified model of beryllium shear strength of American production (Be S200F) in the

pressure range of ~10+60 GPa and strain rates up to & ~10°s™.

The Be shear strength models, which are available in this range of parameters, have
no sufficiently reliable experimental justification.

Therefore it is planned to perform tests using the dynamic method of
perturbations [1], [2] with shockless loading of the investigated Be S200F samples up to
pressure P,~55 GPa. Growth of specified perturbations will be recorded by pulse X-ray
radiography. The existing relaxation model of beryllium strength will be corrected basing
on test results. Besides, the model should also describe the other published results of tests
with investigation of dynamic properties of beryllium.

Also it is planned to perform two tests with loading of beryllium samples up to
pressure P~50+60 GPa with recovery followed by metallographic investigation. Goal of the
metallographic investigation is determination of peculiarities of high-rate deformation of
Be, determination of density of dislocations and twins in the loaded samples. These data will
allow developing a more justified constitutive equation (the strength model).

Objective of this Task of Agreement #B590737 consists of review of the published
data on deformation and shear strength of Be, as well as numerical-theoretical justification
of the tests, which will be performed under the frameworks of Task 3 of the Agreement.

Besides, this report includes the earlier published data on measurements of velocities

of vanadium liners accelerated by explosive two-stage device [3], [4].
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1 Review of published data on Be strength investigation

1.1 Dynamic deformation

To develop a wide-range model of high-rate deformation, there is need for large
scope of experimental data obtained in various areas of stress-strain state (SSS).

For selection of parameters of the model component, which is responsible for strain
hardening and influence of strain rate under low pressure, it is common to use the o-¢
diagrams obtained under quasi-static and high-rate loadings, dependences of final length
and shape of cylinders on velocity of their impact obtained by the Taylor method, etc. For

estimations of thermal softening, there is need for similar data at various temperatures.

1.1.1 o~¢ diagrams of compression-extension at various strain
rates and temperatures

Authors of works [5], [6] present results of investigation of beryllium of the types
S200F, S200D and S200F (see Fig. 1.1, Fig. 1.2) with grain sizes from 11.4 pm to 27 um.

Table 1.1 presents composition of beryllium S200F with grain size of 15 um, which
was investigated in work [5]. Samples with diameter ©¥=8 mm and length #=8 mm were
tested [5].

Table 1.1 - Chemical composition of beryllium S200F samples [5]

element Be BeO Fe C Al Mg Si other
% 99.1 0.7 0.08 0.09 0.03 0.01 0.02 <0.04
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Fig. 1.1 - o-¢ diagrams of compression of S200F beryllium [5] with grain size of 15 pm
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Fig. 1.2 - o-¢ diagrams of compression of S200F beryllium [6] with grain size of 11.4 um
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Analysis of the available compression diagrams shows that S200F beryllium with
grain size of 11.4 um is rather plastic. It is specially manifested at increased temperatures
and strain rates. Authors of work [6] explain this phenomenon by appearance of large
number of deformation twins, which were revealed at microstructural analysis of the
samples after testing by the SHPB method at normal temperature, strain up to 7 % and strain
rate of 1500 s™. Therefore the significant role of the twinning process in the plastic
deformation mechanism at high-rate deformation of Be is noted [6]. This mechanism should

be taken into account in strength models. All available diagrams point to rather complicated

dependence of beryllium behavior on strain rate and temperature.

Fig. 1.3 [7] presents the available data, which were obtained by the SHPB method for

compression at strain rate of 1550 s™'. The diagram was obtained up to deformation of ~8 %.
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1.1.2 Taylor method

Influence of strain and its rate can be estimated basing on simulation of dynamic
deformation of uniaxial compression of cylinders at strain rate él.”=105 s (the Taylor
method). Authors of work [8] performed investigations of beryllium samples with initial

density p;=1.84 g/cm’ and length L,=2.347 cm. Results of measurement of the rate and the
relative change of the final length of the cylinders are presented in Table 1.2.

Table 1.2 — Results of tests with S-200 beryllium by Taylor method

W (m/s)

158

181

203

205

273

(Ls/Ly) exp

0.970

0.963

0.958

0.953

0.932

For S200F beryllium, authors of work [5] obtained profiles of cylinders after impact
of them against a rigid barrier with velocity W=216 m/s at normal temperature 7=20 °C and
increased temperature 7=300 °C. The initial cylinder sizes were the following: diameter

@=8 mm and length 4#=20 mm. Fig. 1.4 shows the final digitized profiles of cylinders

(length L and radius R).
20: 19.26 \
1158 =216 m/s
51 ——720°C ||
BN ----7=300 C
—_ AN
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] \ N
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Fig. 1.4 — Experimental profiles of cylinders, which were obtained in test by Taylor method
at impact velocity W=216 m/s and 7=20 and 7=300 °C
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1.2 Shock-wave loading

1.2.1 Measurement of profiles of free surface velocity

For S200F beryllium, authors of work [5] measured profiles of free surface velocity
of shock-wave loaded samples (pressures P=0.97 GPa; 1.63 GPa, 3.73 GPa, 6.12 GPa). The

initial sizes of the samples were the following: diameter =30 mm and height #=4 mm.

Fig. 1.5 shows dependences of free surface velocity on time of shock-loaded S200F

beryllium samples.
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Fig. 1.5 — Profiles of S200F beryllium free surface velocity, which were obtained
at normal temperature in work [5]
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In work [9], S200F beryllium with the following parameters was investigated:
sound velocities C;=13.19-13.20 mm/us, Cs=9.04-9.07 mm/us, density of 1.85 g/cm3,

grain size of 11.4 pum. Fig. 1.6 shows a scheme of the experimental setup.

Impactor _ m— P 7T |Mpact
S To/From
VISAR
_ “~Beryllium
Radial | | | | | Target

e Y
Velocity Pins

Fig. 1.6 — Scheme of experimental setup

Fig. 1.7-Fig. 1.9 and Table 1.3 present results of tests in various scales.

2.5
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g 1.07 —v— 1 ~0.654 mm/ps, Sapp-Be
o —0O—u ~=1.418 mm/ps, Ta-Be
2 05 ] L€
S ] <§
= ]
& 0.0 <K

0.0 0.5 1.0 15 2.0 2.5 3.0 3.5
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Fig. 1.7 — Free surface velocity versus time
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Fig. 1.9 — Free surface velocity versus time
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Table 1.3
Impactor | Target |Hugoniot S span! O spar™
Test In;gracttor/ velocity |thickness | limit S(t}r;ss Spall strength
€ (mmis) | (mm) | (GPa) | 9T (GPa)
55-429 Be/Be 0.721 3.9850 0.150 5.56 0.609/0.857
55-430-P30 Be/Be 1.246 3.9665 0.166 10.20 0.638/0.898
55-432 Sapphire/Be | 0.654 5.9630 0.104 7.66 0.572/0.810
55-433-P32 Ta/Be 1.418 3.9875 0.169 19.25 0.525/0.842

*Value of spall strength o

1
spal

o, Was obtained by the Romanchenko-Stepanov relation [10].

, was calculated by the formula o, = p, - C, AW o the value

In works [11], [12], planar samples of beryllium were subjected to effect of

impactors accelerated in powder gun. The sample surface, which is opposite to the impactor,

1s covered by a screen made of LiF' monocrystal, which is oriented in the direction <100>.

Data on the experimental setup are presented in Table 1.4.

Table 1.4 - Data on experimental setup [11]

Nurf[lel;ir of Impactor material Vzl;;ig;;f l(ll?rlr)l e/ls)t or Sample thickness
Bel8 Z-section of sapphire 0.536 8.049

Be3 Z-section of sapphire 0.871 3.946

Bes8 Z-section of sapphire 0.899 8.062
Bel9 Z-section of sapphire 0.946 8.062

Be9 beryllium 1.984 8.063

Be4 beryllium 2.040 3.896

Bel4 aluminum 1.969 9.019

Bel5 copper 1.987 9.027

Be?2 copper 1.990 3.947

12
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The experimental results are shown in Fig. 1.10 [12].

15
] 25 GPa
- _
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2 091 &
8 ] 10 GPa
2 0.6 /
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t : o
) S _J J
ot —77"r e
0 50 100 150 200

Time (intervals of 10 ns)
Fig. 1.10 — Typical wave profiles at external boundary of sample

Beryllium was investigated in work [13]. Its basic characteristics and the loading
conditions are presented in Table 1.5 and Table 1.6.

Table 1.5 — Basic characteristics

Density p=1.85 g/em’
Longitudinal sound velocity C;=12.55 km/s
Young's modulus E=300 GPa
Shear modulus G=145 GPa
Velocity of transverse sound waves C,=8.83 km/s
Poisson's ratio v=0.03

13
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Table 1.6 — IlepBudHbIC pe3yabTaThl IKCIIEPUMEHTOB

N.of | Hy | himp | Uinp | Uip | U™ | & | Avax | W At

imp. | (mm) | (mm) | (m/s) | (m/s) | sy | (i) | @is) | (s) | ms) | O

301 | 6.88 | 1.99 | 194 | 168 | 16.8 0 0 - 0 | impactor St3

304 | 692 | 1.94 64 56 56 0 0 - 520 | impactor D16
303 | 6.92 | 1.92 99 85.6 | 874 | -1.8 0 74.9 | 600 | impactor D16
300 | 6.92 | 2.01 | 138 120 | 121.1 | -1.1 0 86.8 | 360 | impactor D16
307 | 498 | 1.88 | 139 | 1209 | 127.7 | -6.9 0 90 315 | impactor D16
308 | 3.96 | 1.88 | 142.7 | 1239 | 1353 | 114 0 - 238 | impactor D16
306 | 598 | 1.88 | 143 | 1242 | 125 | -0.8 0 84.4 | 385 | impactor D16
309 | 297 | 1.87 | 147.3 | 1279 | 141.7 | 13.8 | 7.6 - 160 | impactor D16
297 | 692 | 2.01 | 100 | 133.5| 1302 | 3.3 5.5 - 765 | impactor St3

302 | 692 | 1.92 | 205 | 177.6 | 178.8 | -1.2 0 101.5 | 355 | impactor D16
298 | 6.90 | 2.01 | 159 |212.4 | 2082 | 4.2 0 - 535 | impactor St3

305 | 693 | 1.89 | 249 | 2163 | 219.8 | -3.5 7.9 | 101.7 | 325 | impactor D16

299 | 691 | 1.98 | 198 | 2653 | 264.2 | -1.1 7.6 92.4 | 405 | impactor St3

256 | 695 | 147 | 213 | 285 | 276.6 | 84 | 194 | 111.1 | 415 | impactor St3

In Table 1.6, A, h;,, are thicknesses of target and impactor, respectively; U ’imp, Uinp

are impactor velocity in particular test and that recalculated for the case of symmetric

impact when materials of the impactor and the target are similank U ™ is the maximum

value of free surface velocity; Jv is difference between impactor velocity and maximum
velocity; Avp,y 1s the value of width of distribution in velocities or diffusion velocity (square
root from dispersion of average velocity); W is the value of spall velocity («pullbacky);
At 1s the time interval between elastic precursor and spall.

The values of normal stress and strain were calculated with use of the following
formulas:

6 =0.5p[U,,,,Cp +U s, (Cppy, = C,)],

£=05[U,. /C,+ U, ~U,)/C,],
where Cp is velocity of plastic front of compression wave.

Calculated values of the dynamic variables, which were obtained basing on data from

Table 1.6 and the formulas, are presented in Table 1.7.

14
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Table 1.7 — Calculated values of dynamic variables

N. of g Uy Umax G Uner OHEL EnEL Opi &

imp. | (mm) | (m/s) | (m/s) | (km/s) | (m/s) | (GPa) | (10°) | (GPa) | (107)
9 6.92 56 56 8.71 22.0 | 0.255 | 0.876 | 0.529 | 0.283
8 6.92 85.6 87.4 8.63 245 | 0.284 | 0976 | 0.786 | 0.462
5 6.92 120 121.1 8.53 2277 | 0.263 | 0.904 | 1.039 | 0.667
2 6.92 133.5 | 130.2 8.48 244 | 0.283 | 0972 | 1.112 | 0.721
7 6.92 177.6 | 178.8 8.32 22.1 0.256 | 0.880 | 1.461 | 1.030
3 6.90 | 2124 | 208.2 8.20 224 | 0.260 | 0.892 | 1.668 | 1.222
10 6.93 | 2163 | 219.8 8.13 222 | 0.257 | 0.884 | 1.742 | 1.304
4 6.91 2653 | 2642 | 7.93 224 | 0.260 | 0.892 | 2.032 | 1.614

The second series of tests on dynamic loading was performed with samples of
different thicknesses. Results of tests of samples from this series are presented in Table 1.8.

Designations from Table 1.8 are similar to designations from Table 1.6.

Table 1.8

N e | | SO0 S | |0
14 2.97 127.9 141.7 -13.8 119 0.84 329 8.34
13 3.96 123.9 135.3 -11.4 117.5 0.868 29.8 8.51
12 4.98 120 127.8 -6.9 114 0.892 26.6 8.52
11 5.98 124.2 125 -0.8 112.5 0.9 24.2 8.48
5 6.92 120 121.1 -1.1 113 0.933 22.7 8.53

15
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Results
in Fig. 1.11-Fig. 1.24.
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1.2.2 Measurement of shock wave front width

Experimental data for beryllium were obtained by Swegle and Gready with use of
interferometer [14]. Fig. 1.25 and Fig. 1.26 show profiles of free surface velocity and results

of measurement of strain rate dependence on amplitude of shock compression pressure.

1.6
@@Qmmmm
1.2
)
E/ 0.8
& @I@m O
0.4 i q
0.0 m@ mnm&@ﬁmﬁmﬂm@@ﬂﬁ i
0.0 0.2 0.4 0.6 0.8 1.0
£ (us)

O - 0x=6.5 GPa, O - ox=11.5 GPa, O - 0x5=17.4 GPa, O - 05=24.5 GPa

Fig. 1.25 - Experimental dependences of free surface velocity
on time for Be [14]
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Fig. 1.26 - Strain rate versus shock wave amplitude
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1.2.3 Measurement of sound velocities

Fig. 1.27 shows experimental values of elastic and volume sound velocity of
beryllium [15] [16].

20
] AN
] yAN
164 -
—_ Vv \V4 Y
E i v
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S
SHFS Gl
Sl Yo
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4 o C,|
o——
0 50 100 150 200 250 300
o (GPa)
, V —test [15];

A, O —test [16].

Fig. 1.27 — Experimental dependences of elastic and volume sound velocity of beryllium on
value of main normal stress
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1.2.4 Method of main stresses

The method of main stresses was used to perform a series of tests aimed to
investigate shear strength of beryllium. The experimental results are presented in work [7].
In the tests with measurement of shear strength of materials by the method of main stresses,
gauges of small thicknesses made of manganin wire PEMS with diameter of 0.05 mm,
which are covered by insulating materials (lavsan band of the type L7-19 with the thickness
of 0.04 mm, the total thickness of the gauges with additional fluoroplastic insulation was
varied within 0.23-0.53 mm), are placed in cuts (A=0.23+0.53 mm), which are prepared in
the sample of the investigated material parallel and perpendicularly to the front of the
propagating shock wave. Fig. 1.28 presents the basic scheme of the tests. The investigated
beryllium had the following percentages: 98.65, 98.98 and 99.06 % and the densities
po=1.851, 1.851 and 1.854 g/cm’, respectively.

The planar compound samples had the diameter of 60 mm and the thickness of
20 mm. Geometric sizes of the sample are shown in Fig. 1.29. Planar shock waves of
various intensities were generated in the investigated sample by explosive contact devices

with the known parameters of SW in screens made of copper and aluminum.

/

1

/

:

.

1 —lens;
2 — HE cartridge;
3 — air gap;

4 — copper cover;
5 — sample elements.

Fig. 1.28 — Scheme of experimental assembly
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. }
'\¢

sample elements

<
2

to oscillograph

2 > to oscillograph

sensitive element

Fig. 1.29 - View of investigated beryllium sample

The experimental results are presented in Table 1.9

Table 1.9
% of beryllium ox (GPa) oy (GPa)

2.5 2.3
3.0 2.8
3.0 2.6

98.65
12.5 11.5
13.0 12.0
18.5 17.0
3.7 3.5

98.98
13.6 12.6
3.1 3.0
3.0 2.9
7.6 7.0
7.3 6.8

99.06
12.8 12.2
13.4 12.4
17.6 16.0
19.7 18.2

26




@ Beryllium Dynamic Strength Measurements

1.2.5 Method of perturbation growth recording

The other method for investigation of metal shear strength is the method of
perturbation growth recording [17]. Schemes of one-stage and two-stage assemblies are
presented in Fig. 1.30. The gap between the HE surface and the investigated liner provides

quasi-isentropic loading regime.

One-stage assembly Two-stage assembly
7 2 ! 2 3%
i 4 i oo 6
4 & , e 3
L — NSNS 2
1 SRR K K KA 4
| :_ﬁ_ﬁ_ﬁ_ﬁ_:lﬁlﬁ_i_ﬁlﬁ_'ﬁli
1 - generator of planar detonation wave; 1 - generator of planar shock wave;
2 - HE: &120x60 mm; 2 - HE of first stage: &J120x90 mm,;
3 - vacuumized gap: 62 mm; 3 - damper: plexiglass, J120x2 mm;
4 - studied liner: Be, &80x2 mm; 4 - impactor: Fe, J120x2.2 mm;
5 - sealing cylinder. 5 - vacuumized gap: =20 mm;

6 - HE of second stage: ©@120x10 mm;
7 - vacuumized gap: =2 mm;

8 - studied liner: Be, &50x2 mm,;

9 - sealing cylinder.

Fig. 1.30 - One-stage and two-stage assemblies

Perturbation wavelength was 2 mm, perturbation amplitude was varied.
Facility «Eridan-3» was the source of X-ray radiation. Its boundary radiation energy was

1 MeV; pulse duration at half-height was ~0.1 ps.
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Information on growth of periodic perturbations was obtained using X-ray images of
free surface of the studied sample. In the tests, X-ray image was recorded by the recording
system basing on ten ADC-CR screens. The typical X-ray images of the liners in flight are
shown in Fig. 1.31.

10MM

e TPTPYTPT TR PYTETETYY e

Fig. 1.31 - Explosive X-ray photos of investigated liner

Fig. 1.32 presents experimental results on recording of perturbation growth in

beryllium liners under quasi-isentropic loading up to pressures P~30 GPa and P~50 GPa.

2.0 2.0 ‘ ‘
' ® 4-030mm j | ® 47025mm |
] O AO=O.37 mm ]
15- B I 151 %
g 1.0 , 5 1.0
= 1 + ~
0.5 0.5
§ b
0.04+— . . : : : 0.04+— : : : : :
0 6 8 10 12 0 2 4 6 8 10 12
S (mm) S (mm)
a) P=30 GPa b) P=50 GPa

Fig. 1.32 — Results of measurement of perturbation amplitude growth
on beryllium surface

The following designations are used in Fig. 1.32: 4 is the range of perturbation

amplitude, 4=2a,, where a is a usual designation for amplitude of periodic perturbations.
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2 Models of Be strength

2.1 Steinberg model

For S-200 beryllium in work [18], the Steinberg model is presented as a function of

intensity of plastic strains &/, pressure P, increment of temperature A7 and relative

compression o

Yo =Y, fi(e)) [1+ £,(P,&)+ f,(AT)], 2.1)
where f; takes account for deformation hardening, and it has limitation in its value
Yofi(e! )<Y max, Y, :ﬂaﬂ, and the Y.« value corresponds to maximum, which is

experimentally revealed in the tests with intensive plastic strain. Analytical relations for

separate functions have the following forms in equation (1.2):

)=l e, o @] E L
rY,0”

oP
_(ar) ar
f3(AT)_(aT],, Y,

(2.2)

where [, n are the hardening parameters; J'is the substance compression.
In work [18], the dependence of shear modulus G on pressure P and 7T is specified by
the relation:

oG P oG\ AT
G=aG, 1+(j 1 +() —, (2.3)
oP): g8 \or), G,

where G is the shear modulus in normal state.

The following values of the parameters are selected for beryllium: G,=151GPa,
oc, =15.5, _ G,

Y,~0.33GPa, Y,,=1.23GPa, =81, n=0.22,
oG, oG,

=0.26, T,,,=1820, yo=1.11,

a=1.0 [18].
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2.2 Johnson-Cook model

In the area of dynamic deformation (& <0.2, éi<103s'1, 297 °K<T<573 °K,

P<1 GPa), the equation, which is close to the Johnson-Cook model [19] in form, is used:

P
T

0m

) b .A m
yszyo{u%.(ef) } fe 2 dm | - I (2.4)
T ( TJ él‘o TOm

where Y,=0.35 GPa, a,~1250 1/degree, n=0.35, b,~0.018, m=0.97, k=3.4, c=1.04 are
constant coefficients, which are selected basing on the experimental o-& diagrams of Be
compression at various strain rates and temperatures, which were published in work [5]. It is

noted that the dependence of yield strength on temperature is complicated.

2.3 Phenomenological functional model of strength (PMS) (VNIIEF)

Development of beryllium shear strength model was started in VNIIEF already in
1990 [7] in the form close to the Steinberg model [18]:

Er 2.5
£ (2.5)

YS:YO-[(Hﬁ-gf)’" +a-P]{1—

where Y,=0.35 GPa, Y,,=1.31GPa, [(=26.0, m=0.78, o=0.14 GPa! are constant
coefficients; E7 is the current heat energy, which can be determined from the equation of
state in the Mie-Grueneisen form, Ep, is the heat energy, which is required for
homogeneous heating of substance up to the melting temperature. It is determined from the
Lindemann’s law. This model is based only on experimental data, which were obtained by
the method of main stresses [7]. It was used for description of beryllium state behind the
shock wave front (Fig. 2.1).
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4
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! \
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--- - calculation by (2.5);
O - experimental data, which were obtained
by the method of main stresses [7].

Fig. 2.1 — Dynamic yield strength behind shock wave front for beryllium

2.4 Relaxation model of Steinberg

To describe planar deformation of S-200F beryllium in work [20], relaxation model

in the following form is suggested:

§,=2Ge——1 -,
T

S, =2Gé, at \Seq\<%y,

e

T=A4, - exp(%m),

E,=(E-E,)+4,Sé

(2.6)

>

where ¢ is the strain; G is the shear modulus; S,, is the stress deviator, which is equilibrium
or independent on strain rate; ¥ is the strength limit; 7 is the relaxation time; 4;, 4>, Q are
constant values. In work [20], basing on the conditions of the best description of profiles of
free surface velocity when loading beryllium by shock waves with intensity up to ~3 GPa,

the following parameters of equations (2.6) were selected: 4,=10"*ps, 4,=2us, 0=214.3.
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3 Relaxation model of beryllium strength (RING)

Below we present the model of beryllium shear strength, which is under development
in VNIIEF, and which was used in calculations [21]. The model parameters were selected
basing on available experimental data. These data can be updated after obtaining new

experimental information.

3.1 Equations of state

In the area of pressures lower than 100 GPa, the spherical component of stress tensor

can be presented in the simplified Mie-Grueneisen form with constant heat capacity:

P=P.(V)+T,-p-C, -T-D(?j,

3.1)
C2 n—1
E="" [5 +1—n}+ET.

n |ln-1 6 n-1

In relation (3.1), pyk, Cox are the density and volume sound velocity at 7=0 °K;

C, : : : : :
Poxox (8" —1)= P, is the elastic component of pressure; Ip is he Grueneisen coefficient;
n
. . Q. ) ) 3R . .
p 1s the substance density; 6 = —— is the relative compression; C, = T is the specific
Pox

heat capacity at constant volume (the Dulong-Petit law); D(G)j 1s the Debye function; ©® is
T

the Debye temperature.
Because of high value of the beryllium Debye temperature (©=1031 K), its specific

: 3R . )
heat Cy 1s much lower than the value = at normal temperature, and it is a function of the
A

current temperature. Respectively, specific heat energy is less than the value 35 -T, and it

T T,
can be written as the following: E, = E,, + jCV (I"dT , where E,, = J.CV (IdT 1s the

T, 0

specific heat energy at normal temperatures. Calculations give the value Ery=183 J/g.
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The equations of state are based on the available data on measurement of the D-U
diagrams of compression [22], sound velocity behind shock wave front [15], etc. [23]. The
Grueneisen coefficient /p» is assumed as a function of only density (or relative compression
(O) [24]. It is true for not too high temperatures.

r,=r, +M, (3.2)

S
where I is the value of I'p at p=pyg and I",=Ip at &> .

The beryllium Grueneisen coefficient I'p 1s 1=1.15, pyx=1.86 g/cm3 under normal
conditions according to [25].

Table 3.1 presents constant coefficients of equations (3.1) and (3.2) for beryllium.

Parameters of the physical equation were selected to meet the conditions: P=0 at p = p,,

1=273 °Kand P=0 at p=p,,, T=1557 °K.

Table 3.1 - Constant coefficients of beryllium equations (3.1) and (3.2)

C Cy,

,001<3 o, . 0K, . r. I, M v
(g/em”) (g/cm”) (m/s) (J/gK)

1.8668 1.85 8.03 2.89 0.5 1.25 1.0 2.7

3.2 Shear modulus and melting temperature

Shear modulus, which determines the deviator component of stress tensor in the

elastic area of strain, is usually calculated by the formula:

3 1-2 P
G==."Y. 5.2, C,i:( J (3.3)
S

2 1+v a

where vis the Poisson's ratio; Cx is the current volume sound velocity.
The dependence of the Poisson's ratio v can be assumed as a function of temperature

v(T/T,). And it can be presented in the linear or power forms:

v—vo-[1+C-[TJ ] T <1 (3.4)
Tm

v=0.5, T>1,

— T . . :
where 7' = —, T is the current temperature; 7,, is the melting temperature, v, C, K=const.

m
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At the shock wave front, the Poisson's ratio can be determined using the relation of
elastic sound velocity C; and volume sound velocity Cg:
3C.-C;
abverpper (35)
3C, +C;
Table 3.2 presents parameters for the dependence of the Poisson's ratio on

temperature in form (3.4).

Table 3.2 — Parameters of equation (3.4)

Vo C K
0.03 15.63 3.0

Formula (3.4) describes the reference value v=1,=0.03 at 7=300 °K, and v=0.5 at

T=T,, that corresponds to the liquid state. To obtain the more justified dependence

v=f (p,f ), it is required to have additional experimental data. After obtaining additional

experimental information, it is possible to revise the dependence v = f (p,f ) and the

parameters. Fig. 3.1 shows calculated and experimental data [15], [16] on elastic C; and

plastic C sound velocities behind the shock wave front.

20
] A
16 ;
| % .
~~ -/‘/ \SK”O—— S
%) ] o -~
é 12 1 — - -=-C
= :%T Y +-~
m b
U S-W CL*
- ] v C
© ] A C
L
41 o C, ]
o]

0 50 100 150 200 250 300
o, (GPa)

— — calculation of C;;
== — calculation of Cy;
, V —test [15];
A, O —test [16].
Fig. 3.1 - Calculated and experimental dependences of

elastic C; and plastic C sound velocities on pressure
behind shock wave front
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In the specified stress-strain state, the melting temperature 7,, is determined by the
Lindemann’s law:

dInT
nit, :z(rp_lj’
dlnp, 3

where 7, is the melting temperature at density p,,.
At the initial conditions 7,,=7,0, ©n=pmo, the melting curve equation in the (&7)

plane has the form:

- T,,,{ g:o jZ(rmiJ exp{z(roﬁ; Fw)((d:) .- (5,,,1)”” H 56

IOm , 5’”0 — me
pOK pOK
beginning), 7,,, 1s the melting temperature in the normal state at P=0. For beryllium,
T,,0=1557 °K, 6,,0=0.9145.

Fig. 3.2 shows calculated and available experimental dependences of temperature and

where 0, = is the relative density of substance at 7,,=T7,,), (the melting

melting temperature.
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1-3 — data from [26];
4,5 — calculation from [26];
6 — calculation by formulas (3.1) - (3.6).
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1-4 — data from [27];
5 — calculation by formulas (3.1)-(3.6).
b)

Fig. 3.2 — Experimental and calculated dependences of temperature and
melting temperature along shock adiabat of beryllium
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3.3 Relaxation model RING-I

For more complete description of metal behavior at high-rate deformation, including
shock-wave deformation, relaxation models of elastic-plastic body are used. In these
models, it is expected that the stress deviator depends on deviators of deformations and
strain rates [28].

VNIIEF experts are using a simplified relaxation model, which involves usual
elastic-plastic approximation, and dynamic yield strength is determined by differential
equation, which takes account for the process of relaxation of elastic stress. The basic
equation, which determines the effective yield strength in the relaxing media, is the
following:

Y, = 3Gé, —ﬁ, (3.7)

T
where Y, is the effective yield strength at present time; Yy is the stationary yield strength,

which occurs in present state (P, 7) of substance at £,=0; &, 1is the strain rate; z is the

relaxation time for elastic stress. Points above Y; and & mean the derivative in time. When
yield strength (Y ,T<<Y d) changes rather slow, equation (3.7) turns to elastic-viscous-

plastic model.
The stationary yield strength is presented in the following analytical form:

oo )

o | 1] 35
ng

1+£f9‘]
ng

In equation (3.8), Yy, a;-as, ¢max1, €,; are constant coefficients. This equation takes

», =

account for the loading history, i.e. the dependence of hardening on strain rate and value of

strain [6]. Table 3.3 presents the parameters of equation (3.8).
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Table 3.3 — Parameters of stationary yield strength of beryllium

YO (GPa) aj a as ay Dmaxl1 ‘éls (S-l)

0.36 33 7.0 1.0 1.0 2.0 2.0

For relaxation time, the equation is used, which describes the tests with measurement

of strain rate [14], [29] in shock wave front, and compression diagrams and Taylor cylinders

at £ <10°s™:
T = To (1_T)2 where
G (1 é ] (3.9)
GO éiO ’ i
1 + ¢max2 ( .gi
_ &
0,(¢,)= L (3.10)

l+(fg" j
828

Equation (3.9) has the following limiting values:
G=G, =19 at &, —0, and (or) &, —00, 70 at T >1.

With the parameters @n.o=5; 1n,=1.0, &, =2-10°s", 7=5 pus and ¢g,=1 s, the
dependence in form (3.9) is in rather good agreement with experimental data up to strain
rate éi~108s'1.

Below, Fig. 3.3-Fig. 3.5 present results of description of the available experimental
data by the model.
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1 — test from [5];
2 — VNIIEF calculation,;
3 - calculation by Steinberg model [18].

Fig. 3.3 — Experimental and calculated o-¢ diagrams of beryllium compression
at 7=20 °C, 7=300 °C and strain rate & =2-10"s"'

e=1-2s
1500
___________ {:??_C | |VNIIEF20°C
] Steinberg_max
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< 1 0°C VNIIEF 200 °C
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1 - test from [5];

2 - test from [6];

3- calculation by Steinberg model [18];
4 - VNIIEF calculation.

Fig. 3.4 — Experimental and calculated o-¢ diagrams of beryllium compression
at 7=20 °C, 7=200 °C, 7=300 °C, 7=400 °C and strain rate &,=1-2 !
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1 — test from [6];
2 —test from [7];
3 — calculation by VNIIEF model.

Fig. 3.5 — Experimental and calculated o-¢ diagrams of beryllium compression at 7=20 °C
and various strain rates

Calculated and experimental dependences of yield strength on temperature at various

strains are shown in Fig. 3.6.
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1 ‘ v = 1
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1 — test from [5];
2 —test from [6];

3 —test from [7];
4 — calculation by VNIIEF model.

Fig. 3.6 - Calculated and experimental dependences of stress intensity on temperature
at various strains and & =2-10"s™'
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The suggested form of beryllium yield strength allows getting rather correct
description of the experimental dependences of dynamic strength on strain.
Fig. 3.7 and Fig. 3.8 show dependences of stress intensity on strain rate at various

strains £=0.002, £=0.1, &=0.2 and temperatures.

2000+
1l m e |
A z=004 2
15004 | & © 3
] — 4
7 \
S
T [ ] O
| —
\b/'“ =01l ®&— /
500 ——
£=0.002 |u n —T
04 e
10™ 10" 1 10° 10°
£(s)

1 - test from [5];
2 - test from [6];
3 - test from [7];
4 - calculation.

Fig. 3.7 - Calculated and experimental dependences of yield strength
on beryllium strain rate at various strains and 7=20 °C
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1500

|
i | @
1 .
£=0.002| = —
0 —
10° 10° 10* 10°

£(s)
1 - test from [5];
2 - calculation.
Fig. 3.8 - Calculated and experimental dependences of yield strength on beryllium strain

rate at various strains and 7=300 °C

Here we would like to note the nontrivial fact of yield strength growth at &, ~2 s and

e!>0.1. It 1s, probably, associated with formation of a large number of twins at this loading
regime. This fact is taken into account in the model.
Table 3.4 presents the results of simulation of experimental data, which were

obtained by the Taylor method [8].

Table 3.4 — Results of simulation of tests with S-200 beryllium by the Taylor method

Wimp (/s) 158 181 203 205 273
(Ly/Ly) calc 0.96 0.95 0.943 0.942 0.92
(Ls/Ly) exp 0.970 0.963 0.958 0.953 0.932
L calc

0.990 0.989 0.984 0.989 0.987
L, exp

It follows from Table 3.4 that the calculated post-test lengths of cylindrical samples
L;, and experimental L, are in good agreement. The systematic small difference between
them, which is equal to (1+1.6) %, is, probably, associated with difference in the
manufacture technologies.

In work [13] (data of Yu.l. Meshcheryakov), profiles of elastic precursor and plastic
wave were recorded when loading beryllium by shock waves. Results of description of the
available experimental data by the RING-I model are presented in Fig. 3.9.
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1 —test from [13];

2 - calculation (Ag=3.96 mm, A;,,=1.88 mm,
W=147.3 m/s, impactor made of D-16).

Fig. 3.9 - Dependence of free surface velocity on time for Be

Fig. 3.10 shows the calculated dependence of beryllium strain rate on pressure in
shock wave front. Also it presents the experimental values.
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1 —test from [14];
2 - calculation.

Fig. 3.10 — Dependence of strain rate on loading intensity
in shock wave front
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4 Results of velocity measurements of liners accelerated by two-
stage loading device

Association between perturbation growth and shear strength is determined basing on
numerical simulation. It i1s very important to provide reliable description of the liner loading
regime, in particular, the P(f) dependence. Error of P(¢) calculation can be caused by
inaccuracy of the equation of state of HE detonation products.

To verify reliability of the P(¢) calculation, measurements of the dependence of
velocity of vanadium liner free surface on time were performed [3], [4]. The measurements
were performed by Fabry-Perot laser interferometer [30]. Beside Fabry-Perot
interferometer, VISAR and radiointerferometer were used for the liner velocity
measurements. The W(¢) dependence of velocity on time is mostly determined by pressure
of explosion products on loaded surface and by equation of state of vanadium. Numerical
description of W(f) gives grounds to believe that P(¢) is also correctly calculated.

Measurements of the dependence of the beryllium liner free surface velocity on time

will be performed at Task 2 of the Agreement.

4.1 Measurements of vanadium liner velocity

Fig. 4.1 presents a scheme of the experimental assembly intended for measurement of
vanadium liner velocity, which was earlier published in works [3], [4].

Explosion products of HE charge of the first stage accelerated a steel impactor
through a plexiglass damper. It provided the regime of overcompressed detonation in HE of
the second stage. Explosion products of HE of the second stage loaded quasi-isentropically
(without formation of shock waves) the vanadium liner. The liner flight basis V' was 18.5
mm, and it was limited by a cutoff made of plexiglass with the sizes &J120x10 mm. When

performing the test, the assembly was vacuumized to the residual pressure of 50 mm Hg.
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S N U P [ (N N G VS

1 - generator of planar shock wave;

2 - HE of first stage: &120x60 mm,;

3 - damper: plexiglass, &J120x2 mm;
4 - impactor of first stage: Fe, &120x2.2 mm;
5 - vacuumized gap: =20 mm;

6 - HE of second stage: J120x10 mm;
7 - cartridge Fe, &120x8 mm,;

8 - vacuumized gap: 63 mm;

9 - studied liner: Be, (J50x1.56 mm;
10 — liner flight basis: L=18.5 mm;

11 - plexiglass (cutoff): &126x10 mm
12 - optical gauge

13 — gauge of radiointerferometer.

Fig. 4.1 — Experimental assembly

Gauges of the measuring techniques of laser interferometers (Fabry-Perot and
VISAR) and radiointerferometer were mounted at equal distances from the vanadium liner
center at the diameter of 20 mm. Using these techniques, profiles of velocity W(r) and

motion X(¢) were measured.
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Fig. 4.2, Fig. 4.3, Fig. 4.4 present results of measurements of vanadium liner
velocity, which were obtained with use of Fabry-Perot laser interferometer,
VISAR (Michelson) u radiointerferometer, respectively.
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Fig. 4.2 - Results of velocity measurement by Fabry-Perot interferometer
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Fig. 4.3 - Results of velocity measurement by Michelson interferometer
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Fig. 4.4 - Results of velocity measurement by radiointerferometer
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Generalization of the recorded dependences of the liner motion velocity is presented
in Fig. 4.5.
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Fig. 4.5 — Generalized results of velocity measurements

The results, which were obtained with use of three independent methods of
recording, have qualitative and quantitative differences. The velocity profiles, which were
recorded by optical interferometers of Fabry-Perot and VISAR, are in qualitative agreement.
Though the quantitative characteristics differ by the value up to 330 m/s. At the velocity
profile, which was recorded by radiointerferometer, there are qualitative differences in
dynamics of the liner acceleration. They are caused by absence of the first stage and
insignificantly-expressed subsequent stepwise increase of velocity. This qualitative
difference in liner acceleration dynamics, which was obtained by radiointerferometer, can
be a consequence of differentiation of the experimentally recorded dependence of the liner
motion on time, which is the basis of this method. In the time range =50+51.5 ps, scatter of

velocities, which were obtained by all techniques, does not exceed 10 %.
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5 Experimental setup for tests with investigation of dynamic
strength of S200F beryllium

5.1 X-ray pulse technique. Liner design

To investigate shear strength of Be when loading it up to pressures P~50 GPa, the
dynamic method of perturbations is used [1], [2]. Fig. 5.1 presents the suggested scheme of

test conduction. It was earlier used in [3].

1 — source of X-ray radiation
2 — element of concrete wall of bunker

3 — collimator

4 — metal protective screen

5 — experimental assembly

6 — armored cassette

7 — screens ADC — CR (10 units).

Fig. 5.1 — Scheme for conduction of tests

Facility «Eridan-3» is the source of X-ray radiation. Its boundary radiation energy is
1 MeV, pulse duration at half-height is ~0.15 ps.

Information on perturbation growth is obtained basing on X-ray image of the
investigated liner free surface. Recording of X-ray image is performed at the package of
photochromic screens ADC - CR [31]. Images, which were obtained in the screens, are
summarized by special algorithm [31]. Mathematical processing of the images is performed

by the package of programs [32], [33].
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Application of photochromic screens allows to provide two-frame recording at the
same carrier because of width of their dynamic range (to expose the same package of
screens by two X-ray pulses). Application of photochromic screens in a package allows to
improve quantum efficiency (sensitivity) of the recording system, and, due to it, to reduce
quantum fluctuations (noises) of X-ray images.

To perform tests with investigation of Be shear strength, it is suggested to use liners,
where periodic perturbations are specified. The perturbations are periodically-located
extended triangle-shaped recesses (grooves) in surfaces of the liners. The perturbations are
prepared by milling. Order of recesses determines perturbation wave length A, and depth
determined the initial amplitude 4, (amplitude 4,=2ay, a, is a traditionally used designation
of amplitude at harmonically varied function). Selection of parameters of the initial
perturbations is performed basing on preliminary numerical calculations. To improve
informativity of the tests, it is possible to use liners with two zones of initial parameters of
perturbations.

Fig. 5.2 presents a scheme of the liner with perturbations. Similar designs of liners

were earlier used in work [3]. Arrows show the loading direction.

A

N

BN\

00

Fig. 5.2 - Scheme of investigated liner

Ao=2ao

Design of the Be liner was chosen basing on numerical simulation. Calculations were
performed by one-dimensional [34] and two-dimensional codes [35]. Goal of the
calculations was search for optimum geometry of the beryllium liner, which would provide
the condition that its bending does not exceed the experimental error of the absolute
perturbation amplitude measurement when its flight basis is 0+10 mm at shock-wave or
quasi-isentropic loading regimes in the pressure range P~30+60 GPa. Currently the
maximum error of the X-ray radiography method of perturbations is considered as a value

not higher than 0.1 mm. The possible design of Be liner is presented in Fig. 5.3.
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Fig. 5.3 - Design of Be liner
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Configuration of the liner is selected basing on two-dimensional calculations. The
chosen shape provides absence of screening of the central zone of liner by edges. In the

chosen design, edges are moving a bit faster than the central zone. The calculated liner

shape is presented at the flight base $=10 mm in Fig. 5.4
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Fig. 5.4 - Shape of liner at the flight base $=10 mm

Fig. 5.4 shows that actually there are no any liner bends at $=10 mm. The liner edges
are flying ahead, and it provides reliable X-ray radiography recording with minimum error

in measurements of perturbation amplitude.
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5.2 Experimental setup

To investigate Be shear strength by perturbation method in the pressure area up to
P~50 GPa and strain rates up to £~10°", it is suggested to use the experimental assembly,
which was earlier used in work [3]. Scheme of the assembly is presented in Fig. 5.5.

Vacuumized gap of 2 mm between the investigated liner and HE cartridge of the
second stage provides quasi-isentropic (shockless) loading of Be liner. HE with caloricity
0=6.1 KJ/g is used in the tests.

S A I A
A T T G

1 - generator of planar shock wave;

2 - HE of first stage: ©90x80 mm;

3 - damper: plexiglass, @90x2 mm,;

4 - impactor of first stage: Fee, @90x2.2 mm;
5 - vacuumized gap: 6~10 mm;

6 - HE of second stage: J90x10 mm;

7 - vacuumized gap: 62 mm;

8 - studied liner: Be, J50x2 mm;

9 - sealing cylinder.

Fig. 5.5 - Two-stage loading device for quasi-isentropic loading of Be liner. P~50 GPa

Fig. 5.6 presents the calculated dependences of loading pressure, velocity and
displacement of the loaded surface of the investigated liner on time.
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Fig. 5.6 - Time dependences of loading pressure, velocity and displacement of loaded
surface of investigated Be liner under quasi-isentropic loading. P50 GPa
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According to estimations, when loading the liner, strain rate in compression wave is

é‘l.~106 s, Increment of thermal energy is AEr~416 J/g after deformation. Under normal

conditions, thermal energy of Be is Et=547 J/g. Thermal energy in the beginning of melting
is E,=2846 J/g. Therefore, thermal energy of Be after deformation is =34 % of melting

energy E,,. Increment of thermal energy regarding to the energy required for heating from

AE
the initial state to melting is ﬁ ~0.18.

m T
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6 Justification of experimental setup for tests with perturbation
growth recording

Numerical prediction of the scheduled tests was performed by the two-dimensional
Lagrangian technique DRAKON, which was earlier used in works [3], [35], with use of the
phenomenological model of shear strength RING (see section 3). Compression hardening of
metal, thermal softening due to heating, as well as strain hardening, which corresponds to
static loading, are taken into account in the frames of this model. The model presents the
dependence of dynamic yield strength on strain rate. It increases applications of this model,
namely, as compared to the stationary model, opportunity appears to describe the
phenomenon of attenuation of elastic precursor, width of shock wave front. It should be
noted that the primary experimental information, which was required for verification of the
phenomenological strength model, was obtained mainly from specific tests, which were
directly intended for investigation of dynamic strength, where influence of the other factors
(compressibility, uncertainty in EOS of HE, etc.), was insufficient. The perturbation method
is one of such methods. It allows determining the occurred strength in test by describing
results of experimental X-ray radiography by calculation.

Table 6.1-Table 6.4 present spatial distributions of pressure and rheological
characteristics in sample during instability growth on surface of accelerated liner. It is
possible to see in the presented calculation results that intensive perturbation growth is
observed up to the flight base of ~6 mm. Then it is possible to observe drop of accelerating
pressure due to chemical HE explosion products, and growth of both the perturbation
amplitude and plastic strain is significantly decreased in the middle zone of the sample. All
process of deformation takes place at the characteristic strain rate of ~10°+10°s™.

Fig. 6.1 presents results of calculations of periodically-extended perturbation growth
on the liner surface with the following parameters: wavelength is A=2mm; the initial
amplitudes of perturbations are 4,=0.25, 0.3, 0.35, and 0.4 mm. It is possible to see in the
presented graphs that a stable evolution regime occurred for lowest amplitude in the
conditions of work of the two-stage loading system. The average value of shear strength in
the sample area, which is responsible for plastic deformation during instability growth, is
from 1.5 to 2 GPa. Accumulation of significant level of plastic deformation occurs due to
perturbation growth. The calculation results from Fig. 6.2 show that, starting from the flight
base of 6 mm, sample transition to the elastic state takes place and plastic strain
accumulation stops. In accordance with various opinions on metal destruction during
intensive plastic flow (the Gurson model [36]), destruction at shear strains should take

place, since their amplitude exceeds significantly the critical value in the elastic state.
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Taking account for the fact that beryllium shows brittle and anisotropic character of
deformation in the normal conditions, the scheduled tests can significantly extend the scope
of experimental information on dynamic shear strength and plasticization of beryllium in
shock waves.

Basing on result of preliminary calculations, it is suggested to perform the first series
of tests for investigation of dynamic strength of beryllium at shockless loading up to 50 GPa
with initial amplitudes 4,=0.25 and 0.35 mm with two-frame X-ray recording of the
instability growth process at liner flight bases of 5 and 10 mm. The final choice of the initial
parameters and times of X-ray radiography will be coordinated with LLNL

representatives (R. Covallo).
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Table 6.1 - Spatial distributions of accumulated plastic strain in sample versus traveled

distance (A=2 mm, 4,=0.35 mm)

—
.
™~

0.75

S5=0 mm

10

Table 6.1 presents the scale of analyzed value of plastic strain up to the amplitude

equaled to 1 (100 %). In this scale, dynamics of the sample deformation process is shown

most informatively at the flight bases up to S=10 mm. At later stages of flight of the liner

(5=6+10 mm), the strain value exceeds significantly the mentioned value of 100 %, and it
reaches 200+300 % in the central part of the sample.
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Table 6.2 - Spatial distributions of plastic strain rate in sample versus traveled distance
(4A=2 mm, 4p=0.35 mm)

T
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Table 6.3 - Spatial distributions of yield strength in sample versus traveled distance

(4A=2 mm, 4p=0.35 mm)

Y

0.0036
0.00645
0.0093

0.01215

l 0.015

S=0 mm

10

Y, Mbar
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Table 6.4 - Spatial distributions
(4A=2 mm, 4p=0.35 mm)

of pressure

n

sample versus

traveled distance

0.125

0.375

S$=0 mm 2

10

P, Mbar
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Fig. 6.2 — Pressure and dynamic yield strength versus time in middle part of sample
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7 Experimental setup for loading Be with recovery of samples

Goal of these investigations is determination how loading influences on Be
microstructure. Two types of loading can be used in the tests:
. quasi-isentropic compression wave, which is gradually transformed to shock wave

(maximum pressure is constant, strain rate is changed from & _~10°to 10" s™);

. loading by a thin metal impactor, which provides several times reduction of
amplitude of entering shock wave while it moves in the sample (SW amplitude is changed
P~65+30 GPa, strain rate is &_~10'"s™).

1

Strain rate can be changed from <éx~105 to 10" s at various depths of samples.

When varying strain rate, the deformation mechanisms are changed. Loss of stability of
plastic flow is possible, and transition to heterogeneous regime of deformation is possible at
various scale levels. Growth of shear strength in metals due to strain rate (viscosity)

increase can be changed for abrupt loss of integral shear strength (£, >10’ s™).

Data of metallographic investigations of Be samples, which were recovered after
high-rate deformation, will supplement the information, which had been obtained when
investigating Be at low strain rates (the methods of Hopkinson and Taylor) and by the
perturbation method. The data will be used for calibration of the dynamic strength model.

The samples will be investigated by transmission and scanning electron microscope.
As a result of the investigations, density of dislocation of twins will be determined.

Series of one-dimensional calculations was performed for selection of possible
schemes of quasi-isentropic and shock-wave loadings in the pressure range

P1,.¢=30+60 GPa with recovery of beryllium samples.
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Fig. 1.7 presents the one-dimensional schemes of assemblies.

HE Vacuum Al Sand
X, mm
0 30.7 337 347 v 569.7
HE Vacuum Al Vacuum Al Be Al Al Sand
X, mm
0 30.7 357 372 47.7 497 797 897 997 599.7

Fig. 7.1 — One-dimensional schemes of axial sections of assemblies with recovery

7.1 Assembly #1. Transition of quasi-isentropic compression
wave to shock wave

Fig. 7.2 presents the dependences of stress on time at various depths X of beryllium

sample (counting from the loaded surface).
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Fig. 7.2 — Stress versus time at various depths X of Be sample

Fig. 7.3 presents the dependences of intensity of plastic strain on time at various

depths X of beryllium sample (counting from the loaded surface).
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Fig. 7.3 — Intensity of plastic strain versus time at various depths X of beryllium sample

Fig. 7.4 presents the dependences of yield strength on time at various depths X of

beryllium sample (counting from the loaded surface).

3.0
25 /" Vava I\‘;f&T‘ = - — X=0.05 mm
| / / A — X=1.50 mm
20 X=3.00 mm
— — X=4.50 mm
S ] X=6.00 mm
& 15
g ' — X=7.50 mm
N ] X=9.00 mm
1.0 — X=10.5 mm
’ — X=12.0 mm
05 " — X=13.5mm
_ f [/ S S Y 150 —— X=14.96 mm
0ol L [TTTT] |
4.0 45 5.0 55 6.0 6.5
t (us)

Fig. 7.4 — Yield strength versus time at various depths X of beryllium sample

Fig. 7.5 presents the dependence of temperature on time at various depths X of
beryllium sample (counting from the loaded surface). The melting temperature is in the
range of 1750+2300 °K at the same depths of the sample.
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Fig. 7.5 — Temperature versus time at various depths X of beryllium sample

7.2 Assembly #2. Loading by shock wave with decreasing
amplitude

Fig. 7.6 presents the dependences of stress on time at various depths X of beryllium

sample (counting from the loaded surface).
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Fig. 7.6 — Stress versus time at various depths X of beryllium sample
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Fig. 7.7 presents the dependences of intensity of plastic strain on time at various
depths X of beryllium sample (counting from the loaded surface).
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Fig. 7.7 — Intensity of plastic strain versus time at various depths X of beryllium sample

Fig. 7.8 presents the dependences of yield strength on time at various depths X of
beryllium sample (counting from the loaded surface).
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Fig. 7.8 — Yield strength versus time at various depths X of beryllium sample
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Fig. 7.9 presents the dependence of temperature on time at various depths X of
beryllium sample (counting from the loaded surface). The melting temperature is in the
range of 1750+2700 °K at the same depths of the sample.

1100+
1000 Ir——\ - ---X=0.05 mm
9004 + A X=1.50 mm
1 N I N | - ---X=3.00 mm
— 800} ! R B X=4.50 mm
B (1 e e - - - -X=6.00 mm
: 10 | Se_ L. 1= X=7.50 mm
600y |+ T T T - -~ X=9.00 mm
5009 ! ! | Ity ‘F‘_:_i_t_i_:_z_ Tl ----X=10.5mm
I | Loy T RTIzIzzzd - - - X=12.0mm
1.
0T - - X=13.5mm
100 TS HN S T N - ---X=14.96 mm
200 +— : : . .
7 8 9 10 11 12

Fig. 7.9 — Temperature versus time at various depths X of beryllium sample

Conclusion

The report for Task 1 of Agreement # B590737 presents a review of published
experimental data on shear strength of Be.

Also the known models of beryllium (S200F) strength are considered. The relaxation
model is chosen for the further investigations. This model has a set of parameters, which
provide the most complete description of the available experimental data. The model was
published in [21].

Using the relaxation model, numerical justification was performed for the tests aimed
to investigate Be S200F. The investigation will be accomplished under the frameworks of
Task 3 of the Agreement.

The final variant of the experimental setup for the tests will be coordinated with
LLNL representative (R. Cavallo).

The report presents results of measurements of vanadium liner velocity by the laser

interferometer technique, which was described in report [3].
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